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Test labaratory accredited by

Deutsche Akkreditierungssystem Priifwesen

[DAP - German Accreditation System of Testing)
GmbH acc. to DIN EN ISOfIEC 17025 for constructi
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and European Notified Bod
on products (Number: 0‘.’66‘

c € FOR PERFORMANCE CHARACTERISTICS OF CONSTRUCTION PRODUCTS FOR THE CE MARKING

Product:

Producer:

Order:

Test method:

Test report:

Test result:

ST-08-02-29-1
DPL-Laminate floor covering thickness 6 mm - 12 mm
Kronospan GmbH Lampertswalde
Mihlbacher Str.1
01561 Lampertswalde

Selected property according to EN 14041 (CE-labelling)

Determination of the fire resistance according to DIN EN ISO 9239-1,

Certification according to EN 13501-1

06-6-3656-7 (MPA Dresden)

Property

Result Declaration according to EN 14041

Fire resistance [ Critical heat flux: 6,61 kW/m? Fire class Cq-s1
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The certificate is valid until 11.01.2011.

Dresden, 29.02.2008
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Head of laboratory

Engineer in charge




